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Test condistion :Stretching speed _2  mm/min
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Judgement standard: [1The strength of wire can not be damaged, electrical performance ok.
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B Increase the force until the core or weld point breaks, record the corresponding data
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|No. distance (ke) change distance (ku ) change
S (mm) | () | | (mm) . (9)
1. OringID l16mm | N/A 129 N/A 11. DringID 16mm N/A 108 N/A
2.  Oring ID 16mm N/A 133 N/A 12.  Dring ID 16mm N/A 112 N/A
3. OringID 20mm N/A 121 N/A 13.  Dring ID 20mm N/A 103 N/A
l4. O ring ID 20mm N/A 117 N/A 14. Dring ID 20mm N/A 110 N/A
5.  Oring ID 25mm N/A —1 107 N/A 15. Dring ID 25mm N/A 98 N/A
6 OringlD25smm | N/A 111 N/A |16, Dring ID 25mm NA | 102 N/A
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7. Oring ID 30mm N/A 108 N/A 17. D ring ID 30mm N/A 91 N/A
: — |' . ;
l:& O ring ID 30mm N/A 105 N/A 18. Dring ID 30mm N/A 935 N/A
9 N/A N/A N/A 19 N/A N/A N/A
110 N/A N/A N/A 20 N/A N/A N/A
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